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NOTES:
3. " REQUIREMENTS:
A. MATERIAL: COPPER PER FEDERAL SPECIFICATION QQ-C-533. ~ - - ™

8. FINISH: GOLD PLATING, ..000050 MINIMUM THICKNESS PER MIL-G-45204, '
TYPE II OVER SILVER PLATE PER QQ-S-365, .0002 MiNIMUM THICKNESS, : )
AT CONTACT AREA.

€. HEAT TREATMENT: PER MIL-H-7199, ROCKWELL 36C MINIMUM.

‘B.  SUPPLIER SHALL CONFORM TO THE QUALITY ASSURANCE PROVISIONS SPECIFIED
"IN NASA DOCUMENT ND 1015404 CLASS .III.

INTERPRET DRAMING N ACCORDANCE WITH STANDARDS PRESCRIBED BY MIL-D-70327.
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